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Compound Development 

During the peroid covered by this report research was continued 

to develop satisfactory flame-retardant treatments for cotton fabric. 

Primarily, these investigations involved the continued study of the 

polymerization of triallyl phosphate under various conditions and 

evaluation of the products obtained.  In addition, the synthesis and 

screening of other compounds, especially organophosphorus compounds, 

were continued. 

Kinetics of Solution Polvmerization of Triallyl Phosphate. 

The study of the benzoyl peroxide initiated solution polymer- 

ization of triallyl phosphate has been completed. The rate of intra- 

molecular reaction was investigated by determining the iodine number 

(available double bonds) in the polymerization of different concentra- 

tions of the phosphate in^ ^/-dichloroethyl ether and extrapolating 

to zero time. 

0 ^— p' 

(0-CH2-CH = CH2)2 

■0-CH2-CH-CH2 R 

+ TAP  P y Polymei 

V / 
0-CH2-CH - CH2 

Rate of propagation = r. 

_P — O-CH -CH-CH2 R 

0-CH2-CH-gK 

- kpfR^Mj 

Rate  of  intramolecular reaction =  r    = k.   [R«] 

r-, 

r. 

M 
2 ki 

The  results  obtained at different concentrations are  illustrated 

by the  expected straight line  in Figure 1.    The  ratio of k±/k    was 

determined to be  0.09, 
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Bromoform - Triallyl Phosphate Emulsion Polymer« 

Supplemental studies on the bromoform - triallyl phosphate emulsion 

polymer, developed by the Southern Regional Research Laboratory, were 

concluded. A method for characterizing the polymer, which has proved 

less time-consuming than the sol/gel ratio method, was developedt The 

procedure involved the determination of the methanol-insoluble fraction 

of the emulsion at different reaction times« 

The change in density of the emulsion during the polymerization 

was determined. A three per cent increase was observed. This increase 

was sufficiently great that the course of the po?^ymerization could be 

followed ^nd controlled. Figure 2 illustrates the density change and 

weight of methanol-insoluble fraction as a function of time for a 

successful and unsuccessful experiment. 

The retention to laundering of cotton khaki fabric treated with 

the emulsion polymer was determined.  The average per cent of retention 

after one laundering of ten samples of fabric with different amounts of 

add-on was 80 i 2 per cent. 

Thirty experiments with different redox conditions were unsuccess- 

ful in the polymerization of bromoform-triallyl phosphate. Hydrogen 

peroxide, potassium pcrsulfate, benzoyl peroxide and cumene hydroper- 

oxide were used as initiators with ferrous sulfate as the reducing agent 

and sodium pyrophosphate as the complexing agent. In some experiments 

sorbose was used to regenerate the ferrous ion. In such ■ rodox polymerizatioi 

competition between the free radical oxidation of ferrous ion and the 

addition of monomer occurs as follows: 

—— 
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H202 ♦*■„ 

HO«  + Fe 

HO«  + M 

2  HO« + HO' + Fe 

kTT  HO  + Fe 

_v ROM» 

In the polymerization of methol aery late 

k / k   = 0.2 
P xx 

Allyl polymerization is much slower  and requires a higher peroxide 

concentration with both reactions favoring the oxidation of ferrous ion. 

The presence of bromoform would make a successful redox system even more 

unlikely. 

Preliminary experiments were completed on the emulsion polymerization 

of triallyl phosphate-bromoform with added silicon compounds to improve 

the durability and water repellency of treated fabric. The silicon 

compounds investigated were vinyltriethoxysilane and sodium silicate. The 

emulsions obtained padded very poorly and the durability of the treated 

fabric to laundering was not improved. This investigation was discontinued. 

i 
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Polymerizat.ion nf $&£& PhoSDhatfi nn Ghlorofom,. 

From previous work on flame retardants the Southern Regional 

Research Laboratory proposed that the incorporation of halogen in an 

organic flame retardant treatment for cotton fabric reduced the flamm- 

ability of the volatile tars produced during themal decomposition of 

the fabric.      The moderate success of brominated triallyl phosphate as 

a flame retardant encouraged this laboratory to investigate various means 

of incorporating halogen in polymerized triallyl phosphate. 

The free radical initiated polymerization of triallyl phosphate  in 

chloroform solution was studied in an attempt to incorporate halogen in 

the polymer by a chrin transfer process.    The phosphate was polymerized 

in an equal weight of chloroform using an amount of benzoyl peroxide 

equal to one per cent of the weight of the reactants.    The reaction was 

stopped when a threefold increase in relative viscosity was obtained. 

The change   in relative viscosity,   reaction mixture temperature and per 

cent of conversion with reaction time for a typical experiment are given 

in Figure 3a. 3b.  and 3c.    The chlorine content of the powdered polymer 

was approximately two per cent. 

Samples  of ethylene dichlorido solutions of the polymer were suh- 

mitted to the Textile Functional Finishes Labor?,tory( ^^ ^ ^ 

elopment Command.  Gartenaster Corps.  for evaluation.    The fire resistance 

characteristics of cotton khaki fabric with a 16* add-on were satisfactory 

However,  a marked reduction  (approximately 60 per cent) in tear strength 

-s  observed.     This ioss was not  restored by the use of Paraplex ^m 

P^sticizor.     A 3wmaiy of the evaluation ^^ ^^^  ^ ^ ^ 

table . 
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TABLE I 

Evaluation of Triallyl Phosphate - Chloroform Polymer 

Polymer 

TAP-CHC1 
(RI-18) 3 

Add-on | 

1656 

Laundry Cycles 
0        1        6        9        15 

Afterflame, 
(sec) 

Afterglow, 
(sec.) 

0 0 

2.0    2.0     3.0     3.0    4.0 

Char Length,      4.2    4.2    4.1    4.2    5.1 
(in.) 

( 

» 

( 

Cotton khaki fabric treated with a 21 per cent' add-on of the 

polymer also possessed satisfactory fire-resistant properties; however, 

the treated sample burned when a match flame was applied.    An improvement 

in flexibility and tear strength was  obtained by working the treated 

fabric with a detergent and treating with a softener.    The following table 

summaries the results of the evaluation. 

TABLE II 

Evaluation of Triallyl Phosphate - Chloroform Polymer 
Laundry Cycles 

Polymer Add-on % Q 1 2 ü 

TAP-CHClo 
(RI-19B7 

21^ Afterflame 
(sec.) 

Afterglow 
(sec.) 

0 

Char length        4.1 
(in.) 

4.0        3.8 3.7 

Modification of the  polymer was studied to improve the properties 

of the treated fabric   (flexibility,  tear strength,  etc.).    The polymer 

samples evaluated as  indicated in Tables I and II,  consisted of higher 

molecular weight fractions  obtained by repeated washing  of the  reaction 

iriixtyre with petroleum ether until an amorphous  solid resulted. 
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In one experiment the reaction mixture was precipitated with petroleum 

ether and not washed. A gumiry product containing low molecular weight 

fractions was obtained. In another polymerization the reaction was modified 

by adding five per cent by weight of carbon tetrachloride. The low molecular 

weight fractions were removed from the product by repeated working with 

petroleum ether to produce an amorphous powder. The three polymers were 

applied to cotton khaki fabric and evaluated. As shown in the following 

table, no significant improvement in tear strength was observed. 

TABLE III 

Modification of the Triallyl Phosphate-Chloroform 

Polymer to Improve the Tear Strength of the Treated Fabric 

Conversion, 5^ 

Chlorine, % 

Retention after 1 laundering, $ 

Vertical flame test, CLa 

Vertical flame test after 
1 laundering, CLa 

Elmendorf tear strength 

Elmendorf tear strength after 
1 laundering 

aCL ■ Char Length (in.) 

Triallyl phosphate was polymerized in twice the weight of chloroform 

to a threefold increase in original viscosity. The conversion was 52 per 

cent. The chlorine content of the powdered polymer was six per cent. 

Cotton khaki fabric treated with this polymer required a 28 per cent add-on 

to pass the Vertical Flame Test. 

Precipitated 
Polymer 

Powdered 
Polymer 

3^ 

Polymer Moderated 
with  3( OCX. 

^5 38 

2.1 2.1 3.4 

95 95 95 

3-3 ^.3 4.0 

3.1 3.5 3.2 

36 36 42 

46 39 42-5? 
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The polymerization of triallyl phosphate in an equal weight of 

chloroform was successfully completed on a semi-pilot plant scale. The 

measurement of the relative viscosity as a function of time was effective 

as a control measure. The reaction was continued to a threefold increase 

in relative viscosity. The unreacted monomer and chloroform were re- 

covered and recycled in the polymerization. The conversion per cycle was 

3^-36 per cent. 

Polymerization of Triallyl Phosphate in some Halomethanes« 

Experiments on the benzoyl peroxide-initiated solution polymerization 

of triallyl phosphate in some halomethanes, as chain-transfer agents, were 

completed to prepare a durable flame retardant. Cotton khaki fabric 

treated with the products possessed a soft hand but were not effectively 

flame retardant. 

Triallyl phosphate was polymerized in an equal weight of carbon 

tetrachloride until a threefold increase in original viscosity was observed. 

The gummy product (45^ conversion) could not be powdered and had a 

chlorine content of 14 per cent. Cotton khaki fabric treated with a 20 per 

cent add-on of the polymer was not flame resistant. 

Triallyl phosphate was polymerized in an equal weight of bromochloro- 

methane. The resulting pasty polymer (3^ conversion) contained approxi- 

mately two per cent halogen. Cotton khaki fabric treated with an 18 - 22 

per cent add-on of the polymer was not flame resistant after two launderings. 

The polymerization of triallyl phosphate in bromodichloromethane 

produced a gummy product which could not be powdered.  The per cent con- 

version, based on the phosphate, was high (II85O, compared to that obtained 

for the polymerization in chloroform (35/0. The isolation of a gum in 

high yield suggested that the halomethane was participating in an addition 

reaction MTOM the allyl group double bonds as well as a chain-transfer 

agent. 

■^ ■  wiMitfia 
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Kharasch and coworkers3 have reported that polyhalomethanes react 

with olefins, containing terminal double bonds, under the  influence of 

peroxides to form products containing one  or more equivalents of the 

olefin to each equivalent of the halomethane.    A study of the comparative 

reactivity of carbon tetrachloride and chloroform toward an olefin by 

Kharasch showed that the main product was the one-to-one addition product 

in high yield when carbon tetrachloride was used.    A lower yield of the 

one-to-one addition product and a considerable amount of polymeric 

material was formed when chloroform was used. 

The triallyl phosphate-chloroform (1:1)  polymer (discussed in the 

preceding section of this report)  and the triallyl phosphate-carbon 

tetrachloride  (1:1) polymer,  as prepared in this laboratory, had a halogen 

content of 1.5-2.1 per cent and Ik per cent,  respectively.    The former 

value indicated a ratio of 23-32 triallyl phosphate units per unit  of 

chloroform in the polymer.    The latter halogen percentage indicated that 

the triallyl phosphate-carbon tetrachloride polymer contained approximately 

four units of the phosphate per unit of halomethane.    These results 

suggested that chloroform reacted principally as a chain-transfer agent 

whereas carbon tetrachloride added across available allyl group double 

bonds during the polymerization process. 

From the experimental observations it appeared reasonable to expect 

that the polymerization of triallyl phosphate  in bromochloromethanes would 

provide products  of high halogen content and low phosphate-halomethane 

ratio with accompaning decrease in the number of double bonds available 

for cross-linking  on fabric during curing processes.    This  reduced un- 

saturation would result  in less durable treatments^.     In addition,  the 

treated fabrics-would possess a soft hand since less complicated structures 

would result from the further polymerization on fabrics during curing of the 

polymer.  oontMnlng a  reduced degree of unsaturation5. 
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The benzqyl peroxide-induced polymerizations of triallyl phosphate 

in chloroform and bromodichloromethane were repeated. In addition, the 

reaction was carried out in bromoform, bromotrichloromethane and combin- 

ations of each bromcchloromethane with chloroform. The amount of un- 

saturation in the products obtained was determined by the iodine number. 

The products were applied to cotton khaki fabric and screened for flame- 

retardant properties. 

The polymerization of triallyl phosphate in bromodichloromethane, 

bromotrichloromethane and bromoform, respectively, did not produce favorable 

fire retardants.  The products obtained possessed a higher halogen content, 

lower ratio of triallyl phosphate units per halomethane unit and a lower 

amount of available unsaturstion than was observed for the triallyl 

phosphate-chloroform polymer. Cotton khaki fabric treated with the former 

products had a soft hand and exhibited poor durability to laundering. 

Fabric treated with the latter polymer possessed a stiff hand and relatively 

good durability.  The results are summarized in the following tables. 

( 
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DiallYl^ -Carbethoxvethvl Phosphate and Diallvly? .Bromoethyl Phosphate. 

Diallyl^ -carbethoxyethyl phosphate was prepared in high yield by 

the  interaction of phosphorus oxychloride with ethyl lactate and allyl 

alcohol.    Experiments to polymerize the phosphate in an emulsion medium 

failed.    Cotton khaki fabric treated with a 25 per cent add-on of this 

compound was  not flame  resistant, 

Diallyl^-bromoethyl phosphate was prepared in high yield by the 

interaction of phosphorus  oxychloride with ethylene bromohydrin and allyl 

alcohol.    Experiments to polymerize this phosphate in emulsion medium 

failed.    Cotton khaki fabric treated with a 2? per cent add-on of the 

compound was not flame resistant. 

Miscellaneous  Phosphorus - and Nitrogen-containing Compounds as  Possible 

Flame Retardants. 

The reaction of ethylene diamine with phosphorus oxychloride and 

phosphorus pentoxide was studied to obtain water-soluble polymers that 

would offer promise as flame retardants when applied with a binding resin 

to cotton fabric.    The  optimum results were obtained for the reaction of 

the  oxychloride with an equal weight of the diamine in chloroform solution. 

The  resulting white polymeric solid was dissolved in water and applied to 

cotton khaki fabric with melamine-formaldehyde resin (Aerotex M-3 resin). 

Upon application of the polymer with both an equal weight and double the 

weight of binder resin   (20^ and 17$ total add-on.   respectively)   the treated 

fabric samples were not flame resistant after one laundering. 

Polymers formed from the reaction of phosphorus oxychloride with urea, 

diethylene triamine and triethylene tetramine were prepared.    Cotton khaki 

fabric treated with these products  and a melamine-formaldehyde  resin were 

not  flame   i-osistant after one  laundering. 
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In addition, screening tests were completed on the condensation of 

ethylene diamine, diethylene triamine and triethylehe tetramine with low 

molocular weight aldehydes to prepare water-insoluble polymeric flame 

retardants. Each of the amino compounds was treated separately with an 

equimolar amount of formaldehyde and glyoxal in aqueous solution. Samples 

of the resulting solutions were cured at 110° C. Only the mixture of 

diethylene triamine with formaldehyde proved promising since the cured 

sample was a clear, fairly hard film which was only slightly water- 

soluble. However, cotton khaki fabric treated with this mixture and cured 

was not flame resistant» 

The reaction of diethylene triamine with phosphorus oxychloride in 

chloroform solution was investigated. The polymeric product was a near 

colorless, amorphous, water-soluble solid. Various mixtures of this 

product with melamine-formaldehyde resin and formaldehyde, respectively, 

were applied to cotton khaki fabric. The treatments, however,, proved 

unsatisfactory as durable flame retardants. 

The reaction of ethanolamine and phosphorus oxychloride was studied 

to prepare tri-y<?-aminoethyl phosphate. The reaction of such a compound 

with formaldehyde (condensation between free amino groups of the ester and 

formaldehyde) suggested a possible polymeric flame retardant. However, 

the reaction of the sodium salt of ethanolamine with phosphorus oxychloride 

and the reaction of the amino alcohol itself with the oxychloride in the 

presence of pyridine produced only brown, resinous, water-soluble gums. 

The application of aqueous solutions of the products and formaldehyde by 

single - and double-bath techniques to cotton khaki fabric, followed by 

curing and leaching with water, provided a low add-on (2-55^) and failed to 

impart flame resistance to the fabric. 
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N.  N.  N,- Triethvlenephosphoric Trlamlde. 

During World War II Oerman investigators developed a durable water- 

repellent treatment for cotton fabric consisting  of the application of N- 

octadecyl-Niethylene urea  (I)6.    The claim was made that this compound 

reacted directly with cellulose during curing,  forming an ether linkage, 

thus explaining the treatment durability, 
HO H 0 H 
'   "     ^FH

? I   II   I 
C18H37!;-C-N S.   I + Cel-0H  ^ C18H3?-N-C-N.CH -CH -O-Cel 

The incorporation of an ethyleneimine grouping in an organophosphorus 

compound was considered as a possibility for providing an effective 

permanent flame  retardant for cotton fabric.    The ease with which the imine 

ring is cleaved and condensed with a large number of organic compounds 

suggested a similar reaction with cellulose to provide a  chemically 

modified cellulose. 

The polymerization of ethyleneimine  itself on cotton fabric was 

studied by Church7 and not Considered satisfactory as a flame-retardant 

treatment.    However,  the combination of the flame-retardant property of 

phosphorus with the  reactivity of the ethyleneimine grouping within a 

compound appeared feasible as a possible durable flame-resistant treatment. 

A simple prototype  of such a compound is N,  1^ /',  -triethylenephcs- 

phoric  triamide  (II),  the preparation of which has been reported pre- 
8 

viously  . 

CH2 9H2 

H 

C 

i 
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The triamide was prepared. The crude product was obtained in high 

yield and applied to cotton khaki fabric under different conditions. Fabric 

treated with an acetone solution of the crude triamide and cured for 15 

minutes at 110° C. (20.?^ add-on) had a soft hand but was not flame re- 

sistant after one laundering. With the use of an acetone-water padding 

solution containing the crude triamide and melamine-formaldehyde resin 

and subsequent curing for four minutes at 180OC., the treated fabric 

(13%  add-on) passed the Vertical Flame Test after five launderings (8?% 

retention). The sample burned when a lighted match was applied. 

TABLE VI 

Results of Vertical Flame Tests on Cotton Khaki Fabric 
Treated with N, N ,  N''- Triethylenephosphoric  Triamide 

A^H „ ftüa    .ob      OTC 1 Sundering 5 Launderings 
m ^ W wCL wSV/*'    s AG CL        Ret- ^      M        CL 
W (sec.)(sec.)(in.)  (#)   (sec.)(seC.)(in. )     00 (sec.)(sec.)(in.) 

Triamide 

Triamide + 
M-F Resin 

Triamide + 
M-F Resin 

20.7 0 26      30 BC£ 

6.7        28 0        BC 

13.1 0 3 92 0 0 3.5       87e    0 0        3A 

.*     • 

i 

b fj " ^terflaine- These  samples burned when an 
c CL " rl ft^lu f ifnlted match was applied, 
d £ " p^f^

ngth-  +  , 
f Three seconds AF when an 

BC - burned completely. if?nited mtch was applied# 

B Seven seconds AF when an 
ignited match was applied. 

Further study of the triamide in its application as a flame retardant 

for cotton fabric is in progress. 
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Experimental 

Polyinerization of Triallyl Phosphate in Chloroform.- A mixture of 

740 g. of undistilled triallyl phosphate and 7*4-0 g. of chloroform was 

heated to reflux in a three-necked 2 1. round-bottomed flask, fitted with 

a stirrer, thermometer, 5 nil. pipette and reflux condenser. Benzoyl 

peroxide (14g,) was added to initiate the reaction.  The mixture was 

heated at reflux.  The reaction was followed by temperature change and 

the time of efflux of a 5 ml. sample of the reaction mixture (relative 

viscosity) from the pipette. A threefold increase in viscosity was 

observed after 150 minutes.  The flask was then cooled in cold water to 

stop the reaction. The mixture was poured into excess petroleum ether; 

the precipitated polymeric products were washed e few additional times 

with petroleum ether to remove low molecular weight products and monomer. 

The resulting product was powdered in a Waring Blendor in the presence 

of wash solvent and isolated by suction filtration to yield 257 g. 

(35% conversion) of a white amorphous polymer. 

Polymerization of Triallyl Phosphate in Chloroform (Semi-pilot 

Plant Scale.- A mixture of 10 1. (11kg.) of undistilled triallyl 

phosphate and 7.3 1. (11kg.) of chloroform was heated to reflux in a 

three-necked 45 1. round-bottomed flask, fitted with stirrer, thermo- 

meter, 5 ml. pipette and reflux condenser.  Benzoyl peroxide (215 g.) 

was added cautiously. The mixture was heated at reflux until the 

viscosity had increased to three times that observed for the mixture 

immediately after addition of the peroxide (I70 min.).  The reflux 

temperature decreased from 86° C, observed initially, to 81.7° C. 

The polymeric product from a sample of the reaction mixture was 

precipitated by the addition of petroleum ether.  The resulting powdered 

product was obtained in 35 per cent conversion. 
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The petroleum ether was removed from the washings by distillation at 

reduced pressure (65 C.f 1^ ran.). The residue was transferred to a 

polymerization apparatus and heated. Chloroform (2,8 kg.) was added slowly 

until the reflux temperature of the mixture was 85° C. Benzoyl peroxide 

(2C %.)  was added. The polymerization required 120 minutes. The con- 

version was 3^-36 per cent. 

Polymerization of Triallyl Phosphate in Halomethanes.- The benzoyl 

peroxide induced solution polymerization of triallyl phosphate in carbon 

tetrachloride, bromochloromethane, bromodichloromethane, bromotrichloro- 

methane, bromoform and mixtures of some of the above with chloroform were 

completed in the manner described for the reaction in chloroform. 

Diallylg( -Carbethoxyethvl Phosphate. - Into a three-necked 2 1. 

round-bottomed flask, equipped with stirrer, dropping funnel and reflux 

condenser were placed 138 g. (0,9 mole) of phosphorus oxychloride and 200 ml. 

of dry toluene.  The solution was cooled to -30° C, and a solution of 

ethyl lactate (108 g., 0,91 mole), pyridine (73 g., 0.92 mole), and toluene 

(200 g.) was added dropwise with stirring. The reaction mixture was 

stirred for 15 minutes and a solution of allyl alcohol (117 g., 2 moles), 

pyridine (160 g., 2 moles) and toluene (200 ml.) was added dropwise with 

stirring. Water was then added to dissolve the precipitated pyridine 

hydrochloride.  The toluene layer was washed successively with water and 

5 per cent aqueous sodium carbonate solution and then dried over anhydrous 

sodium carbonate.  The toluene was removed by distillation under reduced 

pressure to yield 163 g. (65/0 of the clear crude ester, which could not 

be distilled. 

O 
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Dlallyl /?-Brompethyl Phosphate.- A mixture of 183 g. (1.25 moles) of 

phosphorus oxychloride and 300 g, of toluene was placed in a three-necked 

2 1. round-bottomed flask, fitted with stirrer, dropping funnel and reflux 

condenser, and cooled to - 30° C. A solution of 150 g. (1,25 moles) of 

ethylene brornohydrin, 96 g, (1,21 moles) of pyridine and 100 g. of toluene 

was then added dropwise with stirring. The mixture was stirred for 15 minutes 

and a solution of 180 g. (3,1 moles) of allyl alcohol, 192 g. (2.4 moles) of 

pyridine and 150 g. of toluene was then added dropwise with stirring. After 

the addition was completed, water was added to dissolve the precipitated 

pyridine hydrochloride, The toluene layer was washed with water and 5^ 

aqueous sodium carbonate solution and dried over anhydrous sodium carbonate. 

The toluene was removed by distillation under reduced pressure to yield 

277 g. (8250 of the crude ester. 

Reaction of Ethylene Diamine with Phosphorus Oxychloride.- To a solution 

of 50 g. of phosphorus oxychloride in 200 ml. of chloroform contained in a 

three-necked 1 liter round-bottomed flask, equipped with stirrer, dropping 

funnel and reflux condenser, was added a solution of 50 g. of ethylene 

diamine in 50 ml. of chloroform in a dropwise manner at room temperature 

over a period of 30 minutes. The reaction was exothermic and was controlled 

by cooling the flask in water. The stirring was continued for an additional 

30 minutes at room temperature. Initially the polymeric product separated 

as a viscous liquid. At the end of the stirring period it had become an 

amorphous-like near solid. The yield of product was 70 g. 

Reaction of Diethvlene Triamine with Phosphorus Oxychloride. - A solution 

of 100 g. of diethylene triamine in 450 g. of chloroform contained in a 

three-necked 2 liter Morton flask, equipped with high speed Morton stirrer, 

dropirSiig fmawl and reflux condenser, was heated to reflux. 
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Phosphorus oxychloride (61 g.) was added slowly with moderate stirring. The 

heat was removed from the flask as the reaction became violent. A near 

white viscous material precipitated from the reaction mixture when the 

oxychloride was added. 

The reaction mixture together with an additional 14 g. of phosphorus 

oxychloride was transferred to a Waring Blendor and the polymeric product 

powdered. During this process aqueous concentrated hydrochloric acid 

solution was added to reduce the pH to 4-6. The resulting amorphous solid 

was separated by suction filtration, washed twice with chloroform and dried 

in a desiccator under reduced pressure. The yield of near white powder 

was 154 g. 

N, N", N7 -Triethvlenephosohoric Triamide. - The triamide was obtained in 

51-99^ crude yield as an oil according to the procedure of Bestianf who re- 

ported the pure product a low melting solid. Experiments to purify the 

crude oil by vacuum distillation resulted in rapid decomposition and ex- 

plosion. 

To 150 g. of a 23%  solution of the crude triamide in acetone were 

added I50 g. of a 20^ aqueous solution of Aerotex Resin UM special and 9 g. 

of Aerotex Accelerator UTX solution. A sample of cotton khaki fabric 

was treated with this solution (66^ pickup), dried at 80° C. for 15-20 min. 

and cured at 180° C. for 4 min. The treated fabric was rinsed in cold w?ter 

for 15 min. snd dried at 80° C.  The per cent add-on was 13,4, 

c 
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The Thermal Decomposition of Cellulose 

The study of the effects of various treatments on the thermal degradation 

of cellulose has been extensive ?, 9^ Much of the work was completed in order 

to learn more concerning the mechanism of the thermal decomposition of 

cellulose since such knowledge would be beneficial in the design of fire 

resistant treatments for cellulosie fabrics. However, the mechanism has re- 

mained unclear partly because of insufficient fundamental data. 

At elevated temperatures cellulose decomposes to produce three main 

fractions, a carbonaceous residue (char), a flammable tar distillate and a 

10 
volatile fraction containing water and gases.  The properties of these 

products has been studied by a number of investigators and the results 

11       12 
have been summarized by Hurd and Heuser  . Harked changes in the ratio of 

the three types of decomposition products have been observed by Church  and 

Ik 
Coppick  upon treatment of cellulose with various reagents. With the 

application of fire retardants an increased formation of the char and 

volatile fractions and a decreased amount of tar distillate were observed. 

Increase of the water and gas volatile fraction was not considered important 

since the same effect was observed by treatment of cellulose with inert 

substances. The change in char and tar fractions, however, appeared to be 

influenced by application of fire retardants.  Several investigations have 

been based on the ability of various treatments to effect these changes. 

While studies on the over-all changes have been important in attempts 

to develop a plausible mechanism for the thermal decomposition of cellulose, 

equally important have been the studies on the decomposition reaction rates, 

15 16 
Most of the investigations were completed by Church  and Coppick and 

included the study of both pyrolysis and combustion reactions. The results 

indicated that in an oxidizing atmosphere cotton fabrics decompose in two 

exothermic stages ?, with the first associated with the breakdown to and 

some oxidation of the tar products. 

Cotton Fabric + Air  v Heat + Decomposition Products 

( 
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The second step was associated with the oxidation of the charred 

residue. 

Char + Air  ^Gaseous Products + Heat 

Cotton fabrics heated in an inert atmosphere (pyrolysis) were observed 

to decompose in a single stage to give char, tar and gaseous products 

without heat evolution, 

A substantial part of the Quartermaster Corps sponsored research con- 

ducted at the University of Rhode Island has been devoted to a study of the 

thermal decomposition of cellulose (cotton fabric) under pyrolytic con- 

ditions. Rates of decomposition at different temperatures for untreated 

and variously treated fabric samples were investigated. Based upon this 

kinetic data and the observations reported in the literature by other 

investigators, a mechanism for the pyrolysis has been proposed. 

In addition, a study of the insulation to heat provided by some 

treatments on cotton fabric and that provided by different cotton-wool 

blends has been completed. 

Mechanism of the Pyrolytic Decomposition of Cellulose 

The pyrolysis of cotton fabric treated with different compounds was 

completed at various temperatures in a study of the effect of the treatments 

on the quantity of char formed.  The following table summarizes the results 

and illustrates the increase in char formation with treatment. 

» 

i C 

• 
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TABLE VII 

Effect of Various Compounds  on Char Formation 
in the ty-rolysis of Cotton Khaki Fabric 

\ 

| 

Temp.   (0C.) 200 

Sample 
Untreated fabric 

Fabric treated with: 

NH^Cl  (I05g) 68.4 

NH^Br (1050 59.6 

Na2BZ|07  -10 H20(10.25g) 95.6 

NaH2P0^ .H20  (11.2^) 93.0 

NH4H2P0^  (10.1^) 

(MH^)2 HPO^ (9,2%) 

NaHC03   (7J|) 

Na2C204  (,6.6%) 

GuBr2  (7.752) 

e 

61.4 

61.8 

83.3 

9^.4 

59.8 

TAP-CHC13  polymer(14^)  64.6 

Br poly TAP (19$) 67.5 

Br poly TAP  (10$) 80.4 

Br TAP  (10.950 70.6 

TAP-CH Br    emulsion 62.1 
J polymer   (7.8$) 

Diallyl Melamine(6.7$)   96,1 

Br diallyl Melamine 61.2 
(6.8£) 

T H P C   (16$) 9i|.9 

Erifon  (16.3$) 98.5 

250 300 400 ^00 

93.3 43.2 16.6 11.4 

51.4 38.4 30.8 

50.9 39.8 33.3 

50.4 37.6 30,7 

52.6 40.8 34,0 

50.0 42.0 35.7 

49.4 42.5 35.6 

36.9 27.5 23.6 

38.6 24,9 20.2 

47.1 36.6 29.2 

48.1 38.7 31.1 

4.1 47.0 36.4 29.2 

45.5 34,9 28,8 

42.2 33.5 28,2 

39.8 29,6 25.3 

44.8 25.2 17.0 

43.8 33.4 26,2 

50.8 38.6 33.3 

47.9 40.2 35.6 
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The observation that the rates of thermal decomposition of linen fabric, 

cotton fabric, rayon fabric, hydrocellulose and glucose increased in the 

order stated (Figure 4 ) suggested a common mechanism for the pyrolysis of 

celluloslc materials regardless of degree of polymerization. Additional 

evidence for this postulate was provided by the constancy in resulting 

pyrolysis chars (Figure 5 ). 

The rates of pyrolysis of untreated and treated cellulose samples were 

investigated and found to follow first-order kinetics (Figure 6 ). The rates 

were not affected by diphenylamine or hydroquinone, indicating that a free 

radical process was not involved in the rate-determining process. Relative 

rates of reaction and energies and entropies of activation were obtained and 

are given in Table VIII. The activation energies were obtained in the usual 

manner by plotting logarithm of rate constant against reciprocal of the 

absolute temperature. From the series of parallel lines obtained in Figure ? 

it can be seen that the samples studied possessed a fairly constant energy 

of activation (33 - 3 kcal.). 

The results suggested a 6ommon intermediate for the pyrolysis of un- 

treated and treated cellulosic samples and were consistent with the mechanism 

18 
outlined by Tamaru  which proposed that the pyrolysis of cellulose first 

involved a depolymerization followed by the competing reactions of destructive 

distillation and char formation. The isolation of a glucose anhydride, 1, 6- 

anhydro-^-D-gluoo^pyranose  (levoglucosan or/3 -glucosan),  in 30-40 per 

cent yield from the destructive distillation of cellulose by Pictet and 
19 

Sflrasin supported the  belief that a oommon intermediate was  involved. 
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Cellulose    depolymerlzatlon 
(slow step) 

Levoglucosan 'J destructive     >    Tars 
distillation 

Rearrangement 

Polymerization 

Aromatization 

 >ehar (+HoO,CO.Ho, 
CH4,  etc.) A 

The formation of levoglucosan could result from an intramolecular 

displacement. 

\ 

' ( 
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Figure 6.     First-order curves for the pyrolysis  of absorbent cott 
at 300° C, x;   and 325° C.O. 
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«. ^ of expert. ehanglng the heatlng ^ „ ^ 
nalMted that the destructlve dlstliiation ^^^ ^^ fa^^ ^^ 

favors. by lnoreased rates ^ appli(id theiTOi ^ (i^ ^ 

TABLE IX 

Sample 

Untreated fabric 

Fabric treated with: 

9-2%  (NH4)2HP04 

16^ T H P C 

19.2^ Br poly TAP    2.09 

ä 

^00° C. 

Fastb 

Char/Tar    Char/Tar 

0^5 0.36 

o 
500    C. 

SlowS 

Slowa Fastb 

Char/Tar    Char/Tar 

3.93 

3.90 

2.57 

2.54 

1.58 

0.49 

2.96 

3.50 

1.88 

0.23 

2.24 

2.12 

1.18 

The  samples were placerf  In ta.* * >. 

aluminum furnace block "'roo^'tempe'ra^re111 "^S^f^ h-ted 

the desired temperature and the nv^if  • block WPS heated to 
A period of 30 minutes ^T^llTä^LlT^Tf *£ 60 minutes- 
desired temperature. quired for the block to be heated to the 

L 

Th. obss„ea o„MtMcy ln the e„ergy of aotiTOtiOT indicated ^^ ^ 

i» aad.on of the flre nUramu studied ^ not ^ ^ MW^ ^^ 

on tHe decomposltion.    The increased ^^^^^ ^^ ^^ ^^^^ 

that  tfc. low ^.m „ tref,t„ents studls!d ^^^^ the ^^^ ^ ^ 

-JW«. **,. ^ lM,  lTOreaaed ^ ^ ^ thoiTOi deccrvo5ition_ 
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The data for the kinetic studies described were obtained under con- 

ditions in which the temperature variation during individual rate deter- 

minations was 5-10 C, Since such experiments require very precise 

temperature control, the control unit for the investigation was modified 

by incorporating a capacitance switch to obtain a temperaturo variation of 
o 

±0.5 C. With the modified apparatus further kinetic studies have been 

started. The program includes the repeating of the previous work for 

re-evaluation and the study of increasing add-on of various treatments on 

the decomposition of cotton fabric. 

In recent experiments the rates of pyrolytic decomposition of un- 

treated linen and cotton khaki fabric, untreated and treated with melamine- 

formaldehyde resin, melamine, formaldehyde and brominated triallyl 

phosphate polymer were studied. In Figures 8-1^+ the first-order curves 

obtained are given. Table X summarizes the activation energies (300° C.) 

obtained. With the use of an efficient temperature control apparatus an 

activation energy for the pyrolysis of untreated fabric approximately 10 kcal, 

greater than that observed previously in this laboratory was obtained. A 

relatively constant energy of activation (43 1 4 kcal.) was observed for 

the majority of the samples studied; however, the value obtained for the 

fabric treated with brominated triallyl phosphate polymer (?£ add-on) was 

approximately 10 kcal, less than that observed for the untreated fabric. 

The study of the effect of increasing add-on of treatment should provide 

a possible explanation of this difference. 

The results obtained for the pyrolysis of untreated linen are in 

apparent disagreement with those of the earlier studies. Flax fibers 

from which linen is spun, possess a more highly ordered arrangement of the 

constituent cellulose chains than cotton fibers, as revealed by microscopic 
20 

study .  The more highly ordered state in linen would be expected to be 

characterized by a thermal stability greater than that for cotton. 
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Figure 8.    First-order curves for the pyrolysis  of 
untreated linen at 310    C.,o;  325.5° C,^; 335° C. ,0 . 
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Figure  9.    First-order curves for the pyrolysis of 
untreated cotton at 310° C. .O ; 325.5° C.A;  and 3350C.,a . 
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Figure 10.    First-order curves for the pyrolysis  of cotton 
khaki fabric treated with 3$ melamine-formaldehyde resin 
at 310° C.O ; 325.5° C.,A; and 335° C.,a . 
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Figure 11,    First-order curves for the pyrolysis  of cotton 
khrki fabric treated with 7.4$ melamine-fonnaldehyde 
resin at 310° C, o:  325.5° C,A;  and3350C.,D. 
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Figure 12.    First-order curves for the pyrolysis of 
cotton khaki fabric treated with 1.55? melamine at 
310° C..O}325^ C.,A; and 335° C.,D. 
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Figure 13.    First-order curves for the pyrolvsis of 

^r'lSo^'o'la^0^^^^ With  0-6* ^^^Idehyde at Jio   c.,o ; 325.5° C.,^; and 335° C.,a. 
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Figure 14.    First-order curves for the pyrolysis  of 
cotton khaki fabric treated with 7$ brominated triallyl 
phosphate polymer at 240° C.,0;  250° C,^;  and 260° C.,0. 
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However, the recent results, summarized in Table X, were anomalous 

The rate of pyrolysis for untreated linen was observed to be consistently- 

greater than that for untreated cotton khaki fabric at three different 

temperatures. Previously linen was observed to decompose at a rate slower 

than that for the cotton fabric. Although both studies were completed 

using samples from the same piece of linen fabric, the observed anomaly in 

rates possibly can be attributed to variations in the preparation, weaving 

and finishing of the fabric. Also, the difference in results obtained 

might be within the experimental error of the method. 

The difference in preparation, weaving and finishing of linen applies 

also to all commercially obtained fabrics, thereby questioning the choice 

of cotton khaki fabric as an efficient standard in such a basic study as 

kinetics of pyrolysis. In order to eliminate this objection a sample of 

raw field cotton will be obtained, purified and studied. 

The data obtained from the study of melamine-formaldehyde resin and 

melamine-treated cotton khaki fabric indicated a greater thermal stability 

compared to untreated fabric as evidenced by the slower pyrolysis rates for 

the treated fabric. 

The formaldehyde treatment was applied to fabric according to the 

21 
procedure of Wagner and Pacsu  , whose studies indicated the formation of 

methylene bridges between the hydroxyl groups of different glucose residues. 

Such a treatment would chemically modify the cellulose and change the route 

of pyrolysis. The observed rate was approximately three times that for 

untreated fabric, 

The belief that levoglucosan is the intermediate in the pyrolysis of 

cellolose was based mainly on the reported isolation of this compound in 

19 
substantial yield from the destructive distillation of cellulose 

Accordingly, the preparation of this anhydro sugar was undertaken to provide 

a supply for pyrolysis studies in order to test the hypothesis. 
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19 22 2,3 
Several procedures  ^ ^t   involving the destructive distillation of 

carbohydrates, were attempted before a satisfactory method was found. 

Hydrocellulose was pyrolyzed under reduced pressure in an electric furnace 

24 
according to the procedure of Venn.   A 25 per cent yield of levoglucosan 

(based on the weieht of hydrocellulose) was obtained from the resulting 

crude viscous distillate. Experiments were completed to determine whether 

the anhydro sugar behaved similarly to cellulose under pyrolytic conditions. 

The admixture of 10 per cent of diammonium hydrogen phosphate induced an 

initially greater rate of decomposition as compared with an untreated sample 

(Figure 15).  In addition, the per cent char resulting at different temper- 

atures was greater for the treated than untreated samples. Figures 16 and 

1? indicate that untreated and treated levoglucosan react in a manner 

similar to that of untreated and treated cellulose, hydrocellulose and 

glucose under pyrolytic conditions. 

Insulation Studies. 

A study of the insulation afforded cotton khaki fabric by melamine- 

formaldehyde resin and other treatments was completed.  The relative in- 

sulation was determined by a hot plate method. The fabric sample was 

placed on the hot plate and covered with an insulated aluminum dish to which 

a thermocouple was attached.  The increase of temperature with time was 

recorded for each determination (figure 18). The area under each curve 

was taken as the relative insulation.  The variation of char with temperature 

for melamine-formaldehyde resin treated fabric is given in Figure 19. 

Figures 20A and 20B indicate a correlation between the insulation effect 

and resulting ch?.r. The average char per unit area was calculated and 

found to correlate with the insulation obtained. Table XI outlines the 

results. 
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The insulation effect is dependent on the average amount of fabric or 

Cher between the heat source and receiver over the period of exposure. 

Figure 20B indicates that the insulation provided by fire retardant-treated 

cotton khaki fabric is near but less than that given by the fabric treated 

with melamine-formaldehyde resin. This difference can be attributed to the 

more rapid decomposition of the former as illustrated in Figure 21, 
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( Figure 15. fyrolysis of levogluoosan: untreated, O: 90% 
levoglucosan + 10%  (NH^g HP0^,A. 
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Figure 18.    Relative insulation determination for cotton and 
melamine-formaldehyde treated cotton at 560° C.    Variation of 
temperature with time by the hot plate method.    Cotton fabric, 
1;  cotton fpbric  treated with 3.6^ m-f,  2;  6.k% m-f,  3;  and 
15.2$ m-f, k. 
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Figure 19.    Variation of per cent char with temperature  in the 
pyrolysis of cotton,  1;  linen,  2;  cotton treated with 1.6^ 
melamine-formaldehyde resin,  3;  and cotton treated with 6.i$ 
melamine-formaldehyde resin,  4, 
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Tb. in^u«, to heat provided by ^^^^ ^^ ^^ TOS 

W3tlgoted.    The rarl.tion , char „^ ^^^ u ^ ^ F^ 

*•    The  native 1„sulation up to 600i  700| ^ ^ ^  ^ ^ ^ ^ 

=^^„tla, cu„os.   ls ilaustreted ^ ^^ 22B ^ ^ ^ 
«h., „sultin, .t thls temperature ls plotted ^ ( funotion ^ ^^^ 

composition. 

( 

TABLE XI 

(hydroxymethyl PhosphonS chLidej ^^ 

Fabric 

Relative 
Insulation 
560° C. 

Untreated 

1.6% M-Fa 

3.6% M-F 

6A% M-F 

15.25? M-F 

Relative 
Char area 

_£rom200-500oC, 

Relative 
Insulation 
600u C. 

206 

im 

179 

175 

BromPoly TAP(195g)   190 

THPC0  (16%) 180 

Erifon  (I65g) 180 

161 

178 

195 

208 

230 

191 

210 

210 

263 

243 

235 

Melamine-formaldehyde resin 

Brominated triallyl phosphate polymer 

I^trakis-  (HydroxymethyD-Phosphonium Chloride 

Relative 
Char area 
from200-600oG. 

183 

230 

236 

( 
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The Radiant Knergv TW™.r.sitinn nf r^+_ ^^ 

The conventional .ethods used to study the thornal decomposition of 

untreated .nd treated cotton fabric  (electric furnace)  indicated a trend 

towards increased tar fonnation with increased rate of applied thermal 

energy and increased rate of decomposition.    With the development of 

modern weapons  the  study of the exposure of cotton fabric to very rapid 

rates of incident energy WP« considered nace.aary.    In order to overcome 

the limitations of the electric furnace in so far as rate of applied 

energy was concerned, this laboratory instituted an investigation of the 

decomposition of untreated and treated cotton fabric by radiant energy,    A 

radiant source of energy,  capable of a maximum irradiance of 9 - 10 cal. 

cm."    sec."1, was used.    The apparatus consisted of a 2.000 watt tungsten 

spotlight-type lamp with reflecting and condensing system, variable 

resistance and timer-controlled shutter mechanism. 

A compact cell assembly,  consisting of a P,rcx cell and sample holder, 

was designed and constructed for the exposure of fabric  samples under 

P^rolytic and oxidative conditions.    Since the output data of the instrument 

represented a spatial average of the  irradiance  (cal. cm."2 sec."1)  of 

a circular area of 1 cm.^ at the focal point of ^ ^^  ^ ^ 

holder was designed to accommodate circular fabric samples small enough 

(0.95 cm.  in diameter) to be totally exposed. 

Preliminary Tnv.sngation and Modiflc.t.^ ^  ^-^t,- • • 

Preliminary experiments failed to give reproducible  results.    For 

example,  the per cent of char resulting from the exposure of single 

sables of untreated cotton khaki fabric  at an irradiance of 7.7 cal 

cm.-2 sec.-l for 3 seconds ^^ ^^ a ^^  ^ ^^^^^ 3o ^ 

cent. 
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The possible caus^of the low precisirn w. 
ow precision wore considered and investigated: 

1.    A low unifrcmity of fabric  samples.    A special   «.     K       , f ^o,    Ä special punch and die 

assembly was constructed to provide uniform    •       •, 
provxde unxform cxrcular fabric samples 

(0.95cm.  in diameter). 

2.    The very loW weight of single samples.    In order tn f    **    ±n oraer to overcome the 
large error inherent with the >»«  «*> i 

wxth the use  of low weight single samples random 

sampling and the averaeine of *»*m  * 
aging of data from several experiments were 

-opted.    For char investigations five ciroular Samples were ^^ 

together and exposed singly under the same conditions to constitute 

one determination.    The average per cent of dri^    u      , B    per cent of dried char from five such 
ete™iMtions oonstltnted _ ^^    ihe ^^ ^ ^ ^ 

rro. an ^MUI, (25 slngls ^^^ was ^^^^ ^ ^ ^^ 

in dry weight of the cell assemb^. 

3.    Erratic timing mechanism causing varia-M™  • 
u^ing variatxon in exposure  time,    in 

- iOT.rt^tlon of possible oauses of non.reproducibiiity a ^^^ 

to»ras inc«.,«. deoo^3ition „as ob5erved ^^ M ^^ 

«« exectronio tiMr supplleti „lth the .^^ MS oheoked        ^ 

satisfactory. 

*•    u™ VoUage nuetuation oau3i„g variatlon ln source ^^^    A 

ScnsltlTO voltmatar>  00„nooted ^^^ ^^ ^ ^^^^ ^ ^ 

-VM1 any appreoiable voltage rMga ^ ^ ^^^ ^^ 

5.    The o0„do„satio„ or ^ deo^osltlon ^^^  ^ ^ ^ 

«Moi to decroaae r.distion lnte„3lty.    r. Drollm1n, 
^      ■tn Prelinu.fiaiy experiments 

the condensation of t*-r™ ™.Äj    ^ 
t.rry products  on the cell window was observed. 

Experiments were designed to determine whether this -    . 
wnetner this condensation   interfered 

-ith tho »«-U.U. „ „dlant onerey-    A 5erio8 ^ o^^ J 

co^etea to „hleh the oett „t^ „M «^ .^^ ^^^^^ 
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I 
Comparison of the results of these experiments with those of exposures 

in which the cell window was not cleaned revealed no appreciable 

differences in per cent of char obtained. 

6. Modification of apparatus to eliminate mechanical defects, 

a. The shutter assembly within the bulb housing was modified 

with aluminum shoes and rubber stops to prevent excessive 

vibration and jamming of shutter blade. 

b. During the operation of the radiant source apparatus the 

bulb housing was observed to become hot. Overheating of this 

unit could possibly cause expansion of the brass lens mount and 

a subsequent change in focal point of the apparatus. In order 

to eliminate overheating, the interior of the housing unit was 

( painted with a white gloss heat-resistant paint; also the top 

vent of the unit was enlarged to provide a greater flow of 

cooling air from the attached blower. 

During this phase of the investigation it was observed that test 

specimens from two different samples of cotton khaki fabric differed markedly 

in resistance to radiant energy. Under identical exposure conditions 

(3,3 cal. cm." sec.  for 10 sec.) test specimens from one sample did 

not decompose (99^ char) whereas test specimens of the second decomposed 

readily (63^ char). This difference in behavior emphasized the necessity of 

using test specimens from the same sample of fabric for comparison studies. 

These improvements and modifications of the apparatus produced an 

amount of char resulting from the exposure at infinite time of untreated 

and treated cotton khaki fabric which varied within 11 per cent. 
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TABLE XII 

Radiant Energy Decomposition of Untreated and Treated Cotton Khaki Fabric 

Exposure 
.Sample,, Experiment Nn. 

Untreated fabric 

Fabric treated with; 
9M (NH4)2HP04 

( 

16.3^ THPC 

6.1^ Br poly TAP 

18.3^ Br poly TAP 

H 

Determination    <$ Char 

1 
2 
3 

5 

1 
2 
3 

5 

1 
2 
3 
4 

1 
2 
3 

5 

1 
2 
3 

1 
2 
3 

5 

1 
2 
3 

5 

1 
2 

1 
2 
3 
4 

13.7 
12.5 
13.0 
12.8 
14.0 

17.5 
17.7 
17.9 
17.2 
17.2 

24.2 

29.1 
30.3 
29.9 
31.4 
29.3 

47.3 
^7.3 
45.5 
43.8 

31.7 
28.7 
28.5 
27.7 
25.7 

45.9 
43.4 
47.1 
43.9 
42.8 

17.8 
18.2 
18.3 
18.6 
18.3 

62.1 
60.8 
60,9 
60.2 

Irradiance 
J -2-1)      Time 

_(cal.cm.     sec.     )     (.qf>r.-1 

5.3 

3.3 

7.7 

5.3 

3.3 

5.3 

3.3 

3.3 

8 

25 

8 

10 

8 

11 

10 



The effect of radiant ener^y on untrpa+^rf «n . "=xg^  on untreated 00 square cotton fabric 
~   3t„di,d.     Ihls   fsbrlc   ^^  .  ^^ ^^^  ^^^^   ^  ^^^^^^ 

than «. obSe„e<i t„ untreated ootton khakl fabr.o_    ^ ^^^ ^ 

beh.vic.r „„do^te^ „^3 fro™ the „lde varlatlon ln „^^ 

properties of both fabrics. 

TABLE XIII 

'"^nt^tel SI"' ^r^ »position of untreated 80 Square Cotton Fabric with 
Untreated Cotton Khaki Fabric 

Sample Exposure ^ Char 
    Experiment. NOT (°^|) 

80 Square 
Cotton fabric 

Cotton khaki 

Irradiance 
(cal.eTnr-

2sec.     ) 

1 
2 
3 

1 
2 
3 

98 
97 
95 
65 

17.5 
13.2 
12.^ 

7.7 
7.7 
7.7 
7.7 

3.3 
5.3 
7.7 

Time 
^sec.) 

11 
13 
14 
18 

25 
8 
5 
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c: Experiments vere  started on a comparison of the radiant energy decom- 

position of untreated and treated cotton khaki fabric with the thermal 

decomposition of the same fabrics (electric furnace) at different rates. 

In all cases pyrolytic conditions were maintained, and the decompositions 

position carried out to infinite time. As shown in the following table, 

an increased rate of incident energy on the samples produced larger 

quantities of tars, 

TABLE XIV 

Effect of Varying Rates of Thermal Decomposition of Cotton Khaki 
Fabric on the Amount of Char and Tar Produced 

Char/Tar Ratio 

Furnace 
kOQO C. 

Block Decompt                 Radiant Enerev Decomp. 
500° C.           (5.3 cal.cm,-':sec.--Lfor 8sec 

! ( 

Sample Slow0 
Fastb a                b 

Slow          Fast 

Untreated fabric 0.45 0.36 0.49         0.23                      0.35 

. 
Fabric treated with: 

9.2% (NH ) HPC 
4 2 

16^ THPC 

'^3.93 

3.90 

2.57 

2.5^ 

2.96          2.24                        1.2? 

3.50          2.12                         0.88 

1 19.2$ Br poly 
TAP 

2.09 1.58 1.88          1.18                         0.48 

' 

. 
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Spectral Response of the Tungsten Lamp. 

The spectral distribution of the tungsten lamp was measured with a 

Perkin-Elmer Double Pass Itonochromator, Model 99,   Serial 8, equipped 

with a sodium chloride prism.    The output was  amplified and rectified by- 

means  of a Perkin-Elmer Narrow Band Amplifier,  Model 107,  and recorded on 

a Leeds and Northrup Speedomax,  Type G. 

The spectral response was determined for bulb voltage imputs of 

30-100 v.    The wavelength range  of the radiation  output was 0,75 - Z,2/( 

Energy was not obtained at wavelengths   greater than 2,2/^because 

of the absorbing properties  of the condensing  lens   system.    A neglible 

vsriation in maximum radiation wavelength   (1.34 - 2.,U-3A)  indicated a 

relatively constant black body temperature  of the  source within the 

limits  of applied bulb voltages  (30-100v.)# 

Temperature Measurement. 

An apparatus for the measurement of temperature  behind fabric samples 

during exposure to the  radiant  energy is  under construction,    A rapid 

response thermocouple with a time constant   of  approximately 25 milli- 

seconds has been prepared from one mil platinum-rhodium and gold-palladium 
a 

wire  .     The thermocouple will be incorporated  in a Teflon mount.     The 

Fyrex cell will be modified to accommodate  the  thermocouple housing. 

A Brown Electronik Recorder will be used to  record the e, m.  f,  produced 

at the thermocouple by the heat behind fabric   samples. 

Experimental. 

Circular samples  of fabric were  dried  over anhydrous calcium 

chloride for at least 2k hours.    The  dried samples were weighed in groups 

of five , 

a 
The thermocouple was obtained from the Eppley Laboratories, Newport,R.I, 

A group of five samples weighed together and exposed singly under 
Identical conditions constituted one determ? ation. Five such 
determinations represented one exposure. 
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A .1^. ttMa  sample ras mounted on the di7i  ^^^^^ ^^ 

^Ple »^ „ith the ald of .  ^^^^ ooMtrii^ ^ ^ 

h^r »a. then plaoed „tthin the diy> ^^^^ ^^^ ^ ^ 

&p0SU« to radlatlon „as 0^leted under ^ ^^^ ^ ^ ^^^^^ 

T. pe. o.nt  or oh„ „as detornlned fra. the ^^^ ^ ^^^ ^ ^^^ 

«ult^ fro„ flve detemlnationa  (one ^^    ^ anomt ^ ^ ^ 

aete™lned by the „et galn ln ^ weight ^ ^ ^^    ^^ ^    ^ 

exposure, 

r ( 

. 



( 

6, 

7. 

8. 

9. 

10. 

11. 

12. 

-65- 

REFERENCES 

..    J. H. Baxendale, M. G. Evans and G.  S.  Parks. Trans.    Faraday Soc., 

!&, 155 Cl9«t6). 

.    J. D. Guthrie, J. D. Reid and coworkers,  "Development of Durably 

Flameproofed Textiles for Military Use,"    Southern Regional Research 

Laboratory.  U.  S. Dept.   of Agriculture.  New Orleans.  La..   Progress 

Report No. VI, Quartermaster Project No. 7-92-06-001, Dec.  31,  1952. 

.    M.  S.  Kharasch.  6*_al.,  J. Am. Chem.  Soc,  62 1100,  II05  (19^7); 

J.  Org. Chem.,  l^,  895 (19^8);  ibid..  14,  537  (1^9). 

■     J. D. Reid and coworkers,   "Mechanism of Flameproofing Cotton by Means 

of Halogenated Phosphate Polymers," Southern Regional Research 

laboratory.  U.  S. Dept.  of Agriculture,  New Orleans.  La..   Progress 

Report No,  II, Quartermaster Project No. 7-92-06-001, Dec. 31,  1951. 

H. C.  Speel.  "Textile Chemicals and Auxiliaries", Reinhold Publishing 

Corp.,  New York,  N.  Y.,  I952,  p.  111. 

Reference 5,  p. 405. 

J. M.  Church,   "Fundamental Studies of Chemical Retardants  for the 

Fire Resistant Treatment of Textiles." Textile Series Report No. 38. 

Office of the Quartermaster General. Department  of the Arrry.  1952, 

P.  276. 

H.  Bestian.    Ann., ^66,  210 (1950). 

R. W.  Little,   "Flameproofing Textile Fabrics." Reinhold Publishing 

Corp.,  New York,  N.  Y.,  19^7. 

Reference ?, pp.  12-14. 

CD.  Hurd,   "The I^rolysis of Carbon Compounds,"  The Chemical Catalog 

Company,  Inc.,  New York, N. Y.,  I929,  pp.  278-283. 

E,  Heuser,     «The Chemistry of Cellulose,"  John Wiley and Sons.   Inc., 

New York,  N.Y..  19^4.  pp.   545-554. 



c 

I 

c 

-66- 

13. Reference ?, pp. 7-21. 

14• Reference 9, pp. 43-46. 

15. Reference ?, pp. 22-53, 

16. Reference 9, pp. 41-76. 

17. Reference 7, p. 7/^ 

18. K. Tamn,, Bull. Che»,. 3o=. J,pan, a. 164 (X9A) 

W.   A. Metrt .„. a, s.^. „elv. chlB. Aotaia_j 87 (wi8)i 

ao.   E. K, 0^ .nd 0. w. „.„„_ .„.^ of ^^^^ ^^^ ^ 
vol. I, John Wlley and SonSi ^^ ^ ^^ B_ ^ ^^ ^ ^ 

ai.   R. Z. waener and E. Pao5üi Textlle Eesearch ^^ ^^ i2 ^^ 

^.    A.  E. W, H.  K. „.„„ and 0.  3.  H„dsoni  ^ ^    o 

1147 (191,1). •• s»' 

»■    H. J.  P. Venn, J. TeJttile Inat>_ ^ ^ ft92Jt)_ 

c 


